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M I  L-C-12800A (PA) 
AMENDMENT 2 
22 Apr i l  1976 
SUPERSEDES 
AMENDMENT 1 
11 September 1974 

M I  L I  TARY SPEC I F I  CATI ON 

CLOTH, ACRYLIC 
(FOR CARTRIDGE BAGS) 

This Amendment forms a pa r t  o f  M i l i t a r y  Speci f icat ion MIL-C-12800A (MU), 
dated 6 February 1973, and i s  approved f o r  use by a l l  Departments and 
Agencies o f  the Department o f  Defense. 

Delete V"' and subst i tu te  "PA" where applicable. 
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*Paragraph 3.1 Delete i n  i t s  en t i re t y  and subst i tu te  the following: 

85% minimum po lyacry lon i t r i le .  No homopolymers sha l l  be used." 
"3.1 Materail,-Class 1 and Class I I  a c r y l i c  f ibers  sha l l  contain 
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Paragraph 3.2.7 Thread Count, Class I: 

Delete "warp 70 min." and 
subst i tu te  "warp 58 min.' 

Add new paragraph: 

"3.4 F i r s t  a r t i c l e  testing.-This speci f icat ion makes provisions 
f o r  f i r s t  a r t t t l e  test ing. Requirements f o r  submission o f  f i r s t  
a r t i c l e  samples by the contractor sha l l  be as speci f ied i n  the contract." 
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*Paragraph 6.3 Delete i n  i t s  ent i re ty .  

*Asterisk i n d i  cates neu changes . 
Cus tod i  an : 

Project  Humber: 8305-A559 

Preparing Ac t iv i t y :  
A w - P A  Army-PA 
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